
JotunPRL.com - Fuel additives and dyes resistance list
Sorted alphabetically by Trade name

Maximum allowed addition, percent/ppm by weight

Tankguard CPC Tankguard HB Tankguard HB Classic Tankguard Special Tankguard Special Plus Tankguard Special Ultra Tankguard Flexline Tankguard Zinc
Trade name Type SDS Issue Date

A G 1704 CS2 Scavanger 01-11-21 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

AO-2C Antioxidant 15-05-15 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm
AO-5C Antioxidant 15-05-15 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
AO-5-100 Antioxidant 01-07-20 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm
AO-5-180 (SANTOFLEX 44PD) Antioxidant 24-05-22 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm

AW50
Metal 

Deactivator
23-12-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

Bitrex Denaturation 06-04-21 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm

CCI-LI1
Lubricity 
additive

30-09-10 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

CCI-0950
Cetane 

improver
16-06-15 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

CCI-1000
Cetane 

improver
10-05-12 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

Chemix 501
Corrosion 
inhibitor

13-07-20 100ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 100ppm

Chemix 505
Corrosion 
inhibitor

09-09-20 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

Chemix 1062
Antiknock 

agent
12-10-22 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

Chemix 8100 Antioxidant 25-02-23 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm
Chemix 8120 Antioxidant 01-07-20 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm

CN-5
Cetane 

improver
15-05-15 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

CP 7000 L
Additive for 

gasoil
08-03-20 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

CTS-28-84 Flow improver 09-04-17 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

CTS-2EHN
Cetane 

improver
04-09-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

DBM IMPROVER AO 217 Antioxidant 23-12-22 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm
DBM IMPROVER AO 240 Fuel additive 23-12-22 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm
DBM IMPROVER F141W Fuel additive 23-12-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

DBM IMPROVER MD50
Metal 

Deactivator
23-12-20 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

DCI-4A
Corrosion 
Inhibitor

14-05-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

DCI-6A
Corrosion 
Inhibitor

25-03-14 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm

DCI-11 Plus
Corrosion 
inhibitor

24-08-17 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm

Dodiflow 5251 
Cold flow 
improver

30-07-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

Dorf 410 unknown 23-11-18 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
Dorf 410C Antioxidant 18-05-21 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm

EC5353A
Heavy fuel 

flow improver
03-02-20 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

EC-5580A
Conductivity 

improver
14-01-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm
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NALCO EC-5719A
Lubricity 
additive

30-05-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA2039
Octane 

improver
01-10-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA-2062
Metal 

Deactivator
13-06-18 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA2072
Octane 

improver
10-07-12 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

HFA2084
Octane 

improver
03-09-19 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

HFA3033
Cetane 

improver
21-10-20 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA-4068 CFPP improver 26-07-16 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA-4076 CFPP improver 01-11-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA-4079-1 CFPP improver 15-02-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA-4099 R CFPP improver 28-11-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA-4159 CFPP improver 24-11-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA 6126M-10
Mercaptan 
scavenger

16-02-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA 6145
Mercaptan 
scavenger

29-11-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA 6166
Mercaptan 
scavenger

09-06-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA-7025
Lubricity 
additive

21-12-22 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

HFA-8022 Anti-oxidant 25-11-22 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm
HFA-8055 Antioxidant 03-02-21 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm

HFA-8094
Corrosion 
Inhibitor

15-02-17 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HFA-8098
Corrosion 
Inhibitor

22-01-21 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm 300 ppm

HITEC 3062
Octane 

improver
17-04-23 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

HITEC 4103
Diesel ignition 

improver
07-10-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HITEC 4140A
Lubricity 
additive

10-02-23 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

HITEC 4156
Lubricity 
additive

10-02-23 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm

HITEC 4598 Fuel additive 31-10-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HITEC6421
Gasoline 

Detergent 
Additive

14-03-23 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

HITEC 6455 Fuel additive 13-03-23 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm
HITEC 6590C Fuel additive 14-09-17 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm
Hydradd AO40 Anti-oxidant 17-04-17 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 500ppm

Revision 10 - 05.09.2023 2



JotunPRL.com - Fuel additives and dyes resistance list
Sorted alphabetically by Trade name

Maximum allowed addition, percent/ppm by weight

Tankguard CPC Tankguard HB Tankguard HB Classic Tankguard Special Tankguard Special Plus Tankguard Special Ultra Tankguard Flexline Tankguard Zinc
Jotun Marine Tank CoatingsFUEL ADDITIVES

Hydradd L1000
Diesel fuel 

additve
16-01-23 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm

Hydradd C1000
Cetane 

improver
16-01-23 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

IMP-DG-15 Fuel additive 04-08-17 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm
Infineum R567K Fuel additive 04-03-15 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm
Infineum R650 Fuel additive 25-05-06 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm

Infineum R671
Petroleum 

additive
05-01-17 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

LI-1 
Lubricity 
additive

15-05-15 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm

LI-3 
Lubricity 
additive

25-05-06 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm

LUBRIZOL 6662A
Viscosity 
modifier

13-04-15 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

Nalco EC5711A Fuel additive 03-02-20 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

Octaburn ™ 8062

Octane 
improver / 

+Anti-knocking 
agent

19-08-09 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm

OFI 7660 D Fuel additive 28-09-19 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm
OLI-9000 Fuel additive 16-07-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

PC32
Lubricity 
additive

14-09-15 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm 500 ppm

PCE5414 Flow improver 25-02-10 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

PCE-6110
Lubricity 
additive

17-05-10 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

PCE9520
Cetane 

improver
25-02-10 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

PFR1347(CI-0801)
Cetane 

improver
19-05-23 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

PX3402 Ferrocene based
Octane 

improver
21-06-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

PX3462 MMT based
Octane 

improver
13-09-22 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

SOLENOX 5527 Antioxidant 12-01-21 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm
SR1546 Antioxidant 01-04-22 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm
SR 1558 (UOP 344) Antioxidant 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm 300ppm

SR1690
Cold flow 
improver

26-09-19 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

SR1651
Cold flow 
improver

04-03-19 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

SR1795
Antistatic 
additive

23-01-23 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

SR2008

Diesel fuel 
additve / 
Lubricity 
Additive

20-01-23 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

SR1954 H2S Scavenger 21-12-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm
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SR2010
Lubricity 
additive

16-03-21 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

STADIS 425
Antistatic 
additive

29-04-15 10 ppm 10 ppm 10 ppm 10 ppm 10 ppm 10 ppm 10 ppm 10 ppm

STADIS 450
Antistatic 
additive

05-12-03 10 ppm 10 ppm 10 ppm 10 ppm 10 ppm 10 ppm 10 ppm 10 ppm

SULFA CHECK EC9805A H2S Scavenger 03-02-20 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

TOLAD 249 (T249) Fuel additive 23-12-22 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
TOLAD T249K  (T249K) Fuel additive 03-08-12 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm 100 ppm

TOLAD 3034 (T3034)
Cold flow 
improver

19-04-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

TOLAD 3034D (T3034D)
Cold flow 
improver

12-04-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

TOLAD 3514 (T3514)
Conductivity 

improver
18-12-19 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm

TOLAD 3701 (T3701)
Cetane 

improver
23-12-22 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

TOLAD 3918 (T3918) Antioxidant 23-12-22 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm
TOLAD 4600 (T4600) Fuel stability 21-07-20 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm

TOLAD 9121 (T9121)
Lubricity 
additive

23-12-22 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

TOLAD 9125 (T9125)
Lubricity 
additive

23-12-22 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm 500ppm

TOLAD 9715 (T9715)
Corrosion 
Inhibitor

21-07-20 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

TOLAD 9719 (T9719)
Corrosion 
Inhibitor

21-07-20 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm 1000ppm

FUEL DYES
Dorf Solvent yellow M Dye 05-08-22 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
Dorf solvent Blue B Dye 19-07-22 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
DYEGARD GREEN 70 Dye 08-09-20 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
DYEGUARD RED G Dye 07-02-19 20 ppm 20 ppm 20 ppm 20 ppm 20 ppm 20 ppm 20 ppm 20 ppm
DYEGUARD YELLOW 56 / SUDAN 
M Yellow 150 FR

Dye 04-02-21 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm

DYEGUARD YELLOW HF Dye 28-06-21 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
DYEGUARD YELLOW R Dye 23-02-22 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
DYEGUARD YELLOW O Dye 05-02-19 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
DYEGUARD ORANGE 2 Dye 07-02-19 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
HFA 62 Dye 01-04-16 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
HFA 80 Dye 14-08-18 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
HFA 84 Dye 03-02-21 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
HFA 95 Dye 03-02-21 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
Oil Yellow M Liquid Dye 18-10-21 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm
Octimise G2003 Dye 13-04-23 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm

tert-Butylhydroquinone Antioxidant NA 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm 100ppm

NB! Some additives can cause discoloration of the coating. Whatever the cause of discolouration by adsorption, the chemical resistance of the coating is usually not affected. However, adsorbed 
discolouration may cause cleaning problems, and may present a contamination threat depending on subsequent cargoes. JOTUN will not be held responsible for the consequences of 
discolouration caused by cargo additives.
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